
 
Depth of Intergranular Attack

Grade Nickel, weight % Silicon, weight % mm inch
RA85H 15 3.5 0.11 0.0044

RA 253 MA 11 1.7 0.18 0.0069
RA600 76 0.2 0.19 0.0075
RA309 13 0.8 0.32 0.0125
RA330 35 1.2 0.35 0.0138


